TABLE OF AVERAGE BALL MILL BOND WORK INDEX (Kwh/metric Ton)

QUARTZ BASALT SOURCE

Bond Work Index | Specific Bond Work Index Specific

(Kwh/t) Gravity (Kwh/t) Gravity
1 14.4 - = - SME Handbook of Mineral Processing-NY
2 14.93 2.65 18.81 291 Denver Sala Basic-Equipment®& Pipelines
3 14.96 2.65 18.85 2.591 Table of Materials as per Fred Bond
4 15.0 - 19.0 - Tenova Batemnan Mills
5 15.0 2.65 19.0 291 Doering International Gmbh
6 15.0 2.65 19.0 2.91 Lowrison Crushing and Grinding

Mean 14.88 2.65 18.93 2.91
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