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Comparison for EarthGold 600 and Cyanide in typical leaching process 

 

Clients 
Ore and 

process   

Grade 

g/t 
Reagent 

Reagent 

consumption 

kg/t 

Tailing 

grade g/t 

Leaching 

time hour 

Leaching 

rate % 

Shannxi 

Smelter 

200 mesh, 

95%, CIL 
Au 5 

EG600 0.5 0.5 12 90 

NaCN 1 0.5 24 86 

Yunnan 

Fe20.7,As1.

6, M0.65 

heap,difficult 

to treat 

Au 9.2  
EG600 6 1.656 15 82 

NaCN 10 6.24 30 27.95 

Ag 120 
EG600  24 15 80 

NaCN  84 30 30 

Anhui 
Sulfide ore, 

(Fe5.17) CIL 
Au 4.1 

EG600 1 0.779 12 81 

NaCN 1 1.025 24 75 

Hebei 
Oxide ore, 

heap 

Au 3.8 EG600 0.6 0.68 9 82 

Ag 60 EG600  12 9 80 

 

 

 


